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Several lay-ups of SCS-6/Ti-15-3 metal matrix composites were tested in either a center hole or

a double edge notched geometry. At different cyclic stress levels the number of cycles required

to develop matrix fatigue cracks at the notches was recorded. A fatigue strain-life curve was

developed for the Ti-15-3 matrix material. The Smith, Watson, Topper effective strain

parameter was modified to account for local stress concentration at the notch tip and thermal

residual stresses in the matrix material. This modified parameter predicted the number of

cycles required for matrix crack initiation at the notches. The predictions were in good

agreement with the experimental data.
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INTRODUCTION

Fatigue behavior of metal matrix composites (MMC) at room temperature, as well as

elevated temperature, is of particular interest in advanced aerospace applications. MMC's

offer high stiffness at relative lowweight along withgood elevated temperature properties. The

metal matrixcan carrya significantportion of the composite's load. Crackingof the matrix

material can cause a global reduction in compositeproperties. Further, load can be shed by the

crackedmatrix and redistributed into the loadcarryingfibers causingpremature failure. It is,

therefore, important to be able to predict the onset of matrixfatigue damage, in particular, at a

notch tip.

Johnson, et al. [1] have studied the fatigue behavior of continuous fiber SCS-6/Ti-15-3 for a

variety of laminates and loading conditions. Tensile loading of a [9018 cross-ply laminate

showed a knee in the laminate stress - strain curve at a stress level well below matrix yield. This

knee was caused by the failure of the fiber-matrix interface due to tensile stresses acting normal

to the interface. The fiber-matrix separation was verified using replicas of the specimen edge

taken while under load. The knee in the stress - strain curve was also observed upon unloading,

indicating that the matrix was closing around the fiber due to matrix thermal residual stresses.

The thermal residual stresses developed during the fabrication process were accurately

predicted using a concentric cylinder model [1].

In room temperature fatigue tests of unnotched specimens,Johnson [2] also observed that at

higher applied loads, the fibers failed before matrixfatigue cracksdeveloped. At lower loads

and longer life (50,000cyclesplus), the matrix material fatigue cracks prior to fiber failure. In

these tests, the off-axisplies loststiffness due to the fiber-matrixseparation as described above.

Johnson et al. [1] showedgood correlation of fatigue life with the zero degree fiber stress, which
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is the composite stabilized strain range (after fiber-matrix separation) multiplied by the fiber

modulus. This correlation is shown in Figure 1 for a variety of lay-ups and loading levels for

specimens in the as-fabricated condition.

In contrast to the unnotched specimens Naik and Johnson [3] observed that matrix fatigue

cracks initiated next to the notches (double edge notched and center hole) and grew across

fibers without failing the fibers. Figure 2 shows the uniform matrix fatigue crack pattern

observed in the center hole specimen. Harmon et al. [4] observed similar fatigue crack patterns

in center hole specimens. Hillberry and Johnson [5] showed that the crack spacing could be

predicted using cylindrical shear lag models.

The objective of this paper is to present an approach, based upon effective strain, to predict the

number of fatigue cycles required to initiate a fatigue crack in the matrix material at the notch

tip in a metal matrix composite of arbitrary lay-up utilizing cyclic strain to failure data from

unnotched matrix specimens. We will specifically examine SCS-6/Ti-15-3 composites

containing either center holes or edge notches.

EXPERIMENTAL PROCEDURES

Materials and Specimens

The material system tested in this study was SCS-6/Ti-15:3 continuous fiber composite, the

same as that tested by Johnson et al. [1] and Naik and Johnson [3]. The material properties [1]

are listed in Table 1. The fiber volume fraction was 0.325 and the lay-up tested was [0/9012sin

the as-fabricated condition. The composites were tested in both the center hole (CH) and

double edge notched (DEN) geometries. The center hole specimen was 19 mm wide by 1.78
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mm thick with a 6.35 nun diameter hole. The stress concentration factors Kt for the CH

specimens (shown in Table l) were calculated using orthotropic laminate equations developed

by Harmon et al. [4]. The double edge notch specimen was 19mm wide with a 0.2 mm by 3

mm deep notch electro-discharge machined on each side. The values of Kt for the DEN

specimens (shown in Table I) wcrc calculatcd using a two-dimensional finite element analysis.

Room temperature fatigue tests were also run on the Ti-15-3 matrix material in the

as-fabricated condition. This material was prepared from Ti-15-3 foil sheets processed the

same as the composite laminate except no fibers were inserted between the foils during

consolidation. The matrix spccimcns were dog bone shape with a width and thickness of 11.53

mm and 1.62 ram, respectively.

Testing Techniques

For this study, fatigue tests were run on center hole and double edge notched specimens of

[0/9012s laminates. The spccimen configurations and test conditions, 0.1 stress ratio and 10 Hz

frequency, were identical to those used by Naik and Johnson [3]. Some tests were repeated for

this study to monitor the fatigue crack patterns. The CH specimen was tested under constant

amplitude loading at a maximum applied stress of 1511MPa. The DEN specimen was tested

under constant amplitude loading at a tnaximum applied stress of 197 MP. Tests were

conducted at a stress ratio of 0. i. All specimens were polished and monitored visually using a

microscope and periodic surface replicas to observe crack initiation and growth. Fatigue crack

initiation was defined to occur when a crack length of 0.2-0.4 mm could be observed.

Fatigue tests of the matrix matcrialswere run at a strain ratio of 0.1 and at 10Hzunder strain

control. The load-strain hysteresis loops were monitorcd periodically throughout the tests.

Failure in these tests was specimen fracture.



DEVELOPMENT OF A LOCAL EFFECTIVE STRAIN CRITERION

The modulus of the SCS-6fibers is more than four times that of the titanium matrix,which

results in the fibers carryingmost of the total composite load. Anycyclicsofteningor hardening

that mayoccur in the matrix during fatigue will causeonly a verysmall change in the overall

compositemodulus even in the vicinityof a notch. As a result, since the fibers remain elastic,

the matrix is exposedto a strain-controlled load condition in whichthe strain isproportional to

the applied stress. This also means that the stressand strain concentrations affecting the matrix

willbe the same and equal to the elastic stress concentration factor.

The objectiveof the present work is to predict matrixcrack initiation for the composite from

fatigue life data for the matrixmaterial alone. The stress ratio effects,geometric stress

concentration and thermal residual stresses caused bythe differencesin the coefficientsof

thermal expansionthe fiber and the matrixduring cool downfrom consolidationtemperature

must be accounted for.

Sincethe matrixis assumed to be subjected to a strain-controlledloadingcondition,the strain

concentrationfactoris essentiallyequalto the elasticstressconcentrationfactor. The strain

rangeat the notchtip isthereforeKtA_.

The stress ratio effects can be accounted for by the Smith, Watson and Topper (SWT) effective

strain parameter [6]. This parameter, shown to account for stress ratio for a variety of isotropic

materials under a variety of loading conditions, is defined as
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a_ef f = (Emaxn_/2)l/2 (1)

where /x_ = applied strain range

max = maximumapplied strain.

Harmon et al. [4]used the SWT effectivestrain parameter to predict crack initiation in

aluminum matrixcompositesusing a laminate level approach.

We have modified the SWTparameter to obtain an effectivestrain parameter at a notch that

includes the strain concentration and the thermal residual stress (or) in the matrix due to

fabrication. The maximumstrain next to the notch can be written as

Maximum local strain = Kt_ max + °r/E (2)

where _max = maximumnominalvalue of applied strain

E = Young's modulus of the matrixmaterial.

The strain range at the notch is Kt/x_ and effective strain parameter for the notched composite

becomes

A_eff = [(Kt _max + or/E)Kta_/2]l/2 (3)

This assumes that the matrix remains essentiallyelastic throughout the applied cyclicloading

and, therefore, the stress and strain concentrations are the same.



The matrixthermal residual stress in the fiber axialdirection due to coolingduring manufacture

was calculated byJohnson et al. [1]to be 207MPa. This value of axial thermal residualstress is

representative of both unidirectional and [0/9012s lay-ups.

For a notched composite with thermal residual stresses, the matrix fatigue life can be

predicted by comparing the effective strain from Eq. (3) with the SWT effective strain versus

fatigue life curve for the matrix material calculated using Eq. (1).

RESULTS AND DISCUSSION

In the strain-controlled matrix fatigue tests, the cyclicload-strainhysteresis loops were stable

throughout and the ratio of plastic strain to elasticstrain wasvery small ( < 0.02) even at the

higher strain levels. The small ratio of plastic to elastic strain indicates that the fatigue is

predominantly controlled by the elastic strain component. The strain range versus life for the

matrix material is shown in Figure 3plotted as a function of the SWTeffectivestrain parameter,

Eq. (1).

The observed and predicted lives until crack initiation for the notched specimens are presented

in Table 2. The predicted life was determined from Figure 3 using the calculated value of the

effective strain for the given specimen geometry and loading, Eq. (3). These predicted and

observed values are also compared in Figure 4 where the solid line is the SWT matrix curve

from Figure 3. The cyclic strain at the notch in conjunction with the SWT effective strain

prcwides a good prediction of the number of cycles required for fatigue crack initiation in

notched SCS-6/TI-15-3 where the prediction is based on the matrix fatigue life curve.
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From Table 2 one can see the required cyclicstress levelsfor crack initiation. The unnotched

strength of [0/9012s is 945MPa [1]while th_cyclicstress level required for crack initiation at a

center hole in 60,000cyclesis 150MPa. For the [018double edge notched specimen, a crack

initiated at 25,000cyclesat a maximumstress level of 122MPa. Since the unnotched strength of

the [018laminate is 1518MPa [1]the matrixcracked at a cyclicstress that was only 8% of the

unnotehed strength. This implies that onlya very small percentage of the composite's strength

can be used if fatigue damage is to be avoided under cyclicloadingconditions. Johnson [2]has

shown that this typeof matrix fatigue crackingcan lowera [0/9012s composite's notch strength

by as much as 40 %. Therefore, the fatigue behaviorof the matrixmaterial is a very important

consideration when screeningor designingnew MMCmaterials.

CONCLUDING REMARKS

Several lay-upsof SCS-6/Ti-15-3metal matrixCompositeswere tested in either a center hole

and double edge notched geometry. The number of cyclesrequired to initiate and growa crack

of approximately0.2-0.4mm in length from the notch was recorded for a varietyof loading

amplitudes and laminates. A fatigue S-N curvewas developedfor the Ti-15-3matrixmaterial.

The Smith, Watson, Topper effectivestrain parameter wasmodified to account for local stress

concentrations at the notch tip and thermal residual stressesin the matrix material. This

modifiedparameter predicted of the number of cyclesrequired for matrix crack initiation at the

notches. The predictions were in good agreement with the experimental data. The analysisand

experimental data showed that matrixfatigue damage initiated at a stress level that was a low

percentage of the compositeunnotched static strength. Sincesuch matrix fatigue crackingcan

significantlylower the strength of notched composites, thiscrackingmust be wellunderstood

and addressed in the designof any man-rated vehicle.
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Table 1. SCS-6/Ti-15-3 Properties [1]
As-fabricated condition

Fiber Modulus: 400 GPa

Fiber Poisson's ratio: 0.25

Matrix Modulus: 92.4 GPa

Matrix Poisson's ratio: 0.35

Matrix Yield: 690 GPa

Matrix Ultimate: 934 GPa

Fiber Diameter: 0.142 mm

Fiber volume fraction: 0.325

Table 2. Predicted and observed cycles to initiation.

Specimen Smax Predicted Observed
Geometry_1 _ _2DJJg.._ Kt No. Cyles No. Cycles?,, Ref.
CH [0/9012s 150 MPa 3.6 33,000 60,000 Present work

DEN [0/9012s 197 MPa 5.5 3,400 3,000 Present work

DEN [018 122 MPa 6.6 30,000 25,000 3

DEN [018 250 MPa 6.6 3,400 7,500 3

CH [0/90/0] 215 MPa 3.6 29,000 50,000 3

CH [0/9012s 137 MPa 3.6 43,000 51,0003 3

1) CH = Center hole specimen, DEN = Double edge notch specimen

2) First observed crack was 0.2 - 0.4 mm.
I

3) Tested for 50,000 cycles at 137 MPa followed by 1000 cycles at 150 MPa. At 137 MPa,
failure was predicted at 43,000 cycles.
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Figure 1. Cyclic stress range in 0° fiber versus number of cycles
to laminate failure for unnotched specimens (1).
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Figure 2. Surface matrix fatigue crack for a center hole[O/90]2s
specimen (3).



.007 - \ :Matrix material
Ti-15-3

.006 _ As-fabricated.O05

.004

_, A_eff

.003

.O02

.001 -

I I I I
0
1000 10,000 100,000 1,000,000 10,000,000

Cycles to failure, Nf

Figure 3. Smith, Watson, Topper effective strain parameter versus
fatigue life for the as-fabricated matrix material.
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Figure 4. Predicted versus experimental crack inititation.
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